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PRODUCTS QUALIFIED UNCER MILTTARY SPMFICATIQ'N
- MIL~I-2819
INSULATION BLOCK, THERMAL
P

This list has been prepared for use by or for the Govermment in the
acquisition of products covered by the subject specification amd such listing of
a product is not intended to ard does not connote indorsement of the product by
the Department of Defense. All products listed herein have been cqualified under
the requirements for the product as specified in the latest effective issue of
the applicable specification. This list is subject to change without notice;
revision or amendment of this list will be issued as necessary. The listing of
a product does not release the contractor from campliance with the specification
requirements.

THE ACTIVITY RESPONSIRIE FOR THIS QUALIFIED PRODUCTS LIST IS THE NAVAL SEA
SYSTEMS COMMAND, SEA 05Q22, 2531 Jefferson Davis Hwy., Arlington, VA 22242-5160.

’.’

TEST OR
GOVERNMENT MANUFACTURER'S QUALIFICATION MANUFACTURER'S
DESIGNATICON DESTGNATICON REFERENCE NAME AND ADORESS
Class 2 Calsilite Calsilite Rpts. Calsilite Insulatien
‘ 124, 125, 127, Products
7 128, 131, & 132 Calsilite Corporation
v . ' Dynatech Rpts. . 2100 Line Street
: CIP-1 & CIP-2 Brunswick, GA 31520
Cammercial testing Plant: Same address
Co. Rpt. 9162
Class 2 THERMO-12F Manville Research Schuller International
& Dev. Center Rpt. Incorporated
No. E432-T-1056 . Greenwood Avenue
& U.S. Testing Co.  Waukegan, IL 60087
Rpt. LA62022 Plant: Same address
- C36165

-
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GOVERNMENT
- DESTGNATION

Class 2

Class 2

Class 2

Class 2

Class 2

Class 3

MANUFACTURER'S

DESIGNATION

~

THERMO-12F
Blue

Pink Calcium
Silicate

Pabco Super
Caltemp

Pabco Super
Caltenp

Pabco Super
Caltemp Gold
1500

Pabco
Caltemp Gold
1500

QPL~2819-61

TEST OR
QUALIFICATION
REFERENCE

Manville Research
& Dev. Center Rpts,
No. E432-T-1056 &
No. EA36-T-2084
ard U.S. Testing
Rpt. 1A 62022

Owens-Corning
Rpts. 39948-2,
3253 & 49891-1

NAVSEC PHILADIV
Rpt. A-2052

Fibreboard Corp.
Test Rpt. IP-1 &
Rpt. datd.
8/26/76, Sauth-
west Research
Institute Proj.
No. 03~4381-433
& NAVSEC, PHILA-
DIV Rpt. A-2052

Fibreboard Corp.
Test Rpt. MI-1

Pabco Technical
m . PIR.84-7

Pabco Technical
Rpt. PTR-84-7

C30166

. MANUFACTURER'S
NAME AND ADDRESS

Schuller International
Incorporated
Greerwood Avenue

Waukegan, IL 60087
Plant: ~Same address

Owens—Corning
Fiberglas Corporation
Fiberglas Tower
Toledo, OH 43659
Plant:

Berlin, NJ 08009

Pabco Division
Fibreboard Corporation
1110-16 Road

Fruita, Co 81521

Plant: :
Lincoln Parrish
Parrish Road 336
Granbling, IA 71245

Pabco Division
Fibreboard Corporation
1110-16 Road

Fruita, 0O 81521
Plant: Same address

Pabco Division
Fibreboard Corporation
1110-16 Road

Fruita, o0 81521
Plant: Same address

Pabco Division
Fibreboard Corporation
1110 - 16 Road

Fruita, CO 81521
Plant: Same address



